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Operator

BIRENDRA
i, Rajkot, Gujarat, India

Page

126 %
20.6 T/inch

TU uT5-1 Catalog YCP Temp Rel.H
Style CCH CONES Sample ID 07440 Nom. count  Nec 32 Nom. twist
Tests 10/ 1 v= 400 m/min  t= 1 min Meas. slot 4 Short staple
Absorber 67 %
TSPL REPORT
Article 32/1 CCH Material class  Yarn Mach. Nr. YCP
Uster Statistics  100% CO, ring yarn, combed, cones, knitting, 2013
Fiber Cotton 4Micr 30mm 0% Cotton 4Micr 30mm 0% Cotton 4Micr 30mm 0%
NE:-32/1 CCH
Total tests : 10 / 10 Single test(s)
Nr U% | CVm | CVm |CVm [CVm | Thin | Thin Thin | Thick | Thick | Neps | Neps | Neps | Rel. DR
4m | 3m | 10m |-30% | -40% | -50% |+35% | +50% |+140%+200%|+280% Cnt# 1;/'1\
0
% % % % % km | fkm | &m | /km | /km | /km | /km /km % %
1 958| 12.08| 3.76| 3.08| 2.44| 7825 30.0 25| 227.5| 22.5| 197.5| 40.0f 15.0 36| 126
2 993| 12.43| 3.71| 3.08/ 2129|9975 35.0 0.0] 262.5| 20.0| 230.0] 55.0 12.5 6.0/ 13.4
3 9.14| 11.53| 3.62| 292| 2.40| 495.0/ 10.0 25| 185.0| 25.0| 177.5| 52.5| 17.5 -1.5 9.4
4 9.11| 11.53| 3.90| 3.09| 2.30| 462.5 7.5 0.0| 160.0| 15.0| 185.0] 42.5| 15.0 04| 129
5 9.37| 11.87| 4.25| 3.25| 2.63| 667.5| 22.5 00| 195.0{ 30.0| 147.5| 425| 100| -0.8 1.1
6 957] 12.08| 3.88| 3.26| 2.59| 717.5] 150 0.0|217.5| 32.5| 2200| 525 175 04| 125
7 932| 11.76| 4.28| 3.56| 298| 565.0{ 20.0 0.0| 167.5| 17.5| 197.5| 62.5| 27.5| -3.2 14.7
8 920| 11.57| 4.05| 3.30| 2.50| 582.5| 17.5 0.0| 162.5| 25.0| 197.5| 625/ 20.0{ -1.9| 145
9 954 12.01| 4.12| 3.29| 2.41| 810.0] 22.5 25| 180.0| 12.5|/ 170.0| 35.0| 125| -1.1| 134
10 956 12.11| 3.88| 3.01| 2448375 17.5 0.0| 180.0| 15.0| 140.0| 47.5| 35.0| -1.1] 127
Mean 943| 1190 3.95| 3.18| 250(691.8| 19.8 08| 193.8| 21.5| 186.3| 49.3| 183| -0.0| 127
Ccv 27 25 57 5.8 8.1| 245| 424|161.0| 16.9| 31.1| 154| 19.0| 419 2.8| 12.15
Q95 0.18| 0.21| 0.16| 0.13| 0.14| 121.0 6.0 0.9 235 48| 205 6.7 5.5 20 1.1
Max 993| 12.43| 4.28| 3.56| 2.98|997.5| 350 25| 262.5| 32.5| 230.0| 62.5| 350 6.0 147
Min 9.11| 11.53| 3.62| 292| 2.29| 4625 7.5 0.0/ 160.0| 12.5| 140.0| 35.0| 10.0| -3.2 9.4
UsP™13 13 71 77 73 <5 8 24 22 20 48
——e ————
[U% 9.43 |
P [cwb ]
! THIN-50% 6.3
. THICK+50% | 215 4
| [NEPS+200%] 49.3 |
\ TOTAL IPI ST !
' D "y — __,I._‘_J




/S, i
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F Wet :77 °F RH
Test ID :15585 No. of Test :10
Dept. :Finishing Lot No. :
3Shif: : General Operator : Owner
Machine :32/1 CCEH Test No. Weight
(g)
1 2.036
2 2.020
3 1.980
4 1.970
5 2.010
€ 2.041
7 2.013
8 2.033
9 1.978
10 2.014
Average 2.010
CV &
Min.
Max.
Range
SD
Q95 (3)
Q99 (2)
Remarks : 32/1 CCE

Test Report - CSP

Count Type

Count

Test Date & Time :

:32/1 CCH
132.00 (NeC)

Count RH Count Strength
(NeC) (NeC) (1bf)
31.821 31.821 89.26
32.073 32.073 82.56
32.72 32.721 81.59
32.887 32.887 83.97
32.233 32.233 82.16
31.743 31.743 83.44
32.185 32.185 87.19
31.868 31.868 90.12
32.754 32.754 82.49
32.169 32.169 90.23
32.246 32.246 85.30
1.27 1.27 4.12
31.743 31.743 81.59
32.887 32.887 90.23
1.144 1.144 8.64
0.41 0.41 3.51
0.29 0.29 2.47
0.41 0.41 3.52
AVG COUNT |32.2Y
 CV% 123
STRENGTH | R6.30
CV% Y.
CSP 2450
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Version 3.3.11 beyond quality

2-Feb-25 11:49 am
Nom. Strength :85 (lbf)
Sam. Length :120.00 yard
C8sP RH CSP
2840 2840
2648 2648
2670 2670
2762 2762
2648 2648
2649 2649
2806 2806
2812 28772
2702 2702
2903 2903
2750 2750
3.62 3.62
2648 2648
2903 2903
255 255
99.66 99.66
70.21 70.21
99.87 99.87



