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N4 Lab data 9 PpIng Report 212313625
. 5.49:30 P
DHRUV COTTON Processing pvt. Ltd 0PM
Atkot-Jasdan Road
Atkot-360040
dist.Rajkot [Gujrat]
TestNo : 2304 Nominal Count  : 30.00 Nec WBTemp:65'F
Test Date : 2/23/2025 Nominal Strength : 81.6 Ibs DB Temp :74°F
Test Time : 4:44:55 PM Sample Length : 120 Yards RH 1 60%
Shift : Shift1 Process ~ :30MCH Operator : Admin -
Machine Readings Avg. RHC. Cnt.Corr. CV% Change
.2 3 4 Value \Value Strength ' Advice
CONDITION Cnt 30.81 29.67 30.24 29.79 30.14 29.93 83.90 1.23
Str80.72 84.38 7745 79.00 83.44 85.94 4.41
CSP 2487 2504 2342 2354 2514 2572 4.30
30.47  30.01 29.90  30.57
88.16 85.84 85.86 80.74
2686 2577 2567 2468
29.92  30.00
87.25 84.99
- 2610 2550 - -
3 Statistical Report
o o Nom. Avg. Min. Max. Range CV% RHC. Q95
Count 30.00 30.14 29.67 30.81 1.14 1.23 29.93 0.26
Strength 81.60 83.44 77.45 88.16 10.71 4.41 85.94 2.59
CSP 2448 2514 2342 2686 344 4.30 2572 76.11
Process capability:- Expected Achieved Exp. CV%
Count 29.10 <->30.90 29.03 <> 31.25 1.00
Strength 73.03 <->90.17 72.40 <->94.48 3.50
CSP 2118 <-> 2778 2190 <-> 2838 4.50
Count : No critical difference (Calculated : 0.4579% Normal : 4%)
Strength : No critical difference (Calculated : 2.2285% Normal : 8%)
CSP : In Units of Nec.lbs
Remarks:- 30/1CH
Operator QCM GM
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DHRUV COTTON PROCESSING PVT LTD
ATKOT-JASDAN ROAD RAJKOT , GUJARAT-360040 INDIA

USTER® TESTER5-M R 3.7.0 Sun23.02.2515:45 Operator =~ KUSUM Page 1
TU uTs-1 Catalog D2 3
Style YCP CONES Sample ID 94940 Nom. count Nec 30 Nom. twist 20.81 T/inch
Tests 10/ 1 v= 400 m/min  t= 1 min Meas. slot 4 Short staple

Dhruv UT5 Testing Report

Article 30/1CH Material class  Yarn Mach. Nr.

Uster Statistics  100% CO, ring yarn, combed, cones, weaving, 2013

Fiber Cotton 4.05Micr 30mm 100% Cotton 0% Cotton 0%
30/1CH

Total tests : 10/ 10 Single test(s)

Nr U% | CVm |CVm |CVvm |CVm | Thin | Thin | Thin | Thick | Thick Neps | Neps | Neps | Rel. | DR

1m | 3m | 10m | -30% | -40% | -50% | +35% | +50% |+140%|+200%+280% Cnt | 1.5m

% % % % % km | km | &km | /km | /km { &km | /km | /km % %

1 44| 11.96| 3.94| 30| 226|7225| 225| 00| 187.5] 20.0|212.5| 400| 150| 03| 197

2 956 12.04| 4.10| 3.48| 261| 7525| 225] 00[1925( 10.0|3000| 300] 25| 02| 220

3 9.44] 11.91| 3.88| 3.26] 2.68)6400| 150| 00| 197.5] 150 267.5 425 100] o09] 187

4 9.66| 12.16| 3.90| 3.07| 2.20[7325| 30.0] 00|2125] 17.5| 257.5 350 75| 12| 194

5 | 924| 1167 395] 331| 253]6300| 125] 00| 1350 10.0] 2125 350 75| 07| 194

6 9531 12.03| 431| 366| 303| 7325 200] o00[1725] 75|370.0| 850| 150| 07] 259

7 939| 11.81| 3.84] 320 261|737.5| 450 00|127.5| 100 285.0| 37.5| 75| -14| 184

8 951 12.01| 3.88| 3.32] 265| 6925 37.5] 00| 1900 17.5|2725] 500] 75 03 237

9 931 11.74] 381| 3.21| 227|687.5| 250 00| 157.5] 100| 287.5] 450] 100] 01| 211

10 064l 12.17| 417| 3.39] 270 8550| 325 00| 160.0] 15.0 3300 52.5| 125 -01| 247

Mean 047\ 11.95| 3.98| 330 2567|7183 263| 00|1733| 133 2795| 423| 95 0.0| 21.3

cv 14| 14| 41| 54| 88| 88| 384 16.1| 32| 17.2| 19.6| 408| 08| 1246

s 014| 0417| 0.16| 018 023| 634 10.4| 00| 278/ 43| 482} 83 39| 08| 27

Q95 010l 0.12| o0.12| 0.13| 0.16| 454| 72| 199 30| 345 59| 28| 06/ 19

Min o24| 1167| 381| 307| 227|6300 125| 00| 1275} 7.5]|2125 300| 25| -14| 184

Max 066 1217| 431| 366 3.03|8550) 450| 00|2125] 20.0] 3700 55.0| 150 12| 259
Thin -50% 0.0
Thick +50% 13.3
Neps +200% 42.3

Total
556
I
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