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Nom. Strength :109.61 (lbf)

Sam. Length

Dry :74°F Wat :66°F RH : 64.00 § Test Date & Time :
Test ID '+%21,587 No. of Test :20 Count Type 126 CCH
Dept. ‘Auto Coner Lot No. : Nom. Count 126.0 (NaC)
Shift : General Oparator ! Owner
M/c No.otne 5 Tast No. Weight Count RH Count Strength
(grams) (NeC) {NeC) (1bf)
1 2.486 26.061 26.045 111.28
2 2.480 26.124 26.108 108.57
3 2.523 25.679 25.664 117.78
4 2.449 26,455 26.439 106.25
5 2.465 26.283 26.267 109.10
6 2.495 25.967 25,951 116.36
7 2.464 26.294 26.278 104.49
8 2.521 25.699 25.684 116.98
9 2.458 26.358 26.342 108.82
10 2.494 25,978 25.962 107.80
11 2.469 26.241 26.225 108.56
12 2.431 26.651 26.635 108.56
13 2.496 25.957 25.941 109.59
14 2,512 25,791 25.776 117.25
15 2.449 26.455 26.439 102.54
16 2.457 26.369 26.353 108.55
17 2.487 26.051 26.035 110.25
18 2.480 26.124 26.108 108.59
19 2.498 25.936 25.920 116.36
20 2.508 25.833 25.817 114.58
Average " 2.481  26.115  26.100  110.61 2
CV % 1.03 1.03 4.02
Min. 25.679 25.664 102.54
Max. 26.651 26.635 117.78
Range 0.972 0.971 15.24
sD 0.27 0.27 4.45
Q95 (1) 0.13 0.13 2.07
Q99 (%) 0.17 0.17 2.83
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csp
2900 2897
2836 2833
3024 3021
2811 2808
2867 2865
3022 3018
2747 Y 2745
3006 3003
2868 2865
2800 2798
2849 2846
2893 2890
2845 2842
3024 3021
2713 2710
2862 2859
2872 2869
2837 2834
3018 3015
2960 2957
2888 _ 2885
3.23 3.23
2713 2710
3024 3021
311 311
93.40 93.19
43.57 43.47
59.42

59.28

:120.00 vyard

RH CSP Elongation

(%)

3.14
3.10
3.82
3.25
3.22
3.25
3.16
3.87
3.47
3.22
3.25
3.39
3.96
3.14
3.64
3.40
3.48
3.64
3.28
3.47

3.41
7.59
3.10
3.96
0.86
0.26
0.12
0.16

6:59 PM



PRE 31,
SANVI INSPECTION (YARN) v e

Test No. 122804 Count 126.00 Nec Department  :Winding
Lot No. tee Article No. :- Machine No. :2 U1
Matenial Type :Cot CHY Ring Spun Cone Fineness :3.98ug/in Machine Make :QPRO 2
Date & Time  :19.05-2025 16:12 Fiber Details :Cotton(100)
Comments :26sCCH YCP CONE
Sub - Um T CVm T CVmim 7 CVmwrﬁ Thin I ‘lhﬁ\ - Thick -Neps .N?.;ps 7 Thin ‘. fhlck 7 Neps _' - Hf, g sﬁ
Sample | (30%) | (40%) | (+35%) | (+140%) | (+280%) = (-50%) | (#50%) @ (+200%)
% % % % . ITKm I Km {Km | JKm = [Km IKm | [Km IKm
i 889 1102 3ar 229 320 3 150 153 10 0 13 38 563 100
20 s8¢ 1.7 an 231 333 0 130 115 5 0 18 13 545 096
3% 885 11.24 324 179 370 0 188 113 13 0 15 20 564 095
i1 550 1073 342 209 318 0 80 95 8 0 3 10 511 088
Si1 B 59 1080 308 1.65 380 0 108 88 0 0 8 13 5.06 038
641 882 11.13 339 2.09 308 0 145 120 10 0 15 25 550 095
T 866 10.93 368 237 330 0 100 90 8 0 3 23 513 091
B/1 865 1092 3.87 2.69 263 0 125 120 5 0 10 23 511 086
91 862 1088 3.68 246 343 0 100 113 8 0 13 35 517 091
1971 s 02 11.41 3.18 1.86 485 0 200 145 10 0 13 23 556 086
11 889 11.23 324 188 405 0 183 188 3 0 5 38 547 086
1271 8 67 1.22 351 193 375 0 175 153 10 0 13 33 5.38 088
1371 8382 1.12 326 217 413 0 133 120 8 0 10 18 5.90 0.97
12171 8.4 127 327 203 503 0 115 110 13 0 15 20 535 0.84
1577 868 10.98 385 262 278 0 135 138 13 0 15 28 4.90 0.76
1571 883 1.14 373 2.37 433 5 115 120 10 0 13 30 554 082
1711 874 11.05 293 1.59 450 0 113 110 10 0 10 23 5.06 078
1811 873 11.02 330 2.01 370 0 180 gs. 15 0 10 30 4.96 077
1871 8.79 11.09 4.01 2.86 265 0 95 105 8 0 5 33 5.40 0.82
2071 882 1125 379 2.40 368 3 128 118 13 0 15 38 589 119
9VERALL STATISTICS
Mean 877  11.08 349)  247] 36350 0.55] 133.90 12045 900 000 1140 2570 5.36] 0.89]
Median | 881 11 344 213  364.00] 0.00/ 129.00| 116.50, 10.00| 0.00 13;005 24.00 } 5.39| 0.83
SD 0.13 0.17 0.30 034,  66.14 139 3335 2457 3.70] 0.00 438 862 0.29 010}
e 1.47 1.56 862 1583 1820 25355 2491 2040 410 ’ M_iaé.aﬁ 33.55 542 10 905
Qss 0.08 0.08 0.14 0.16. 3091 0.65 15.58 | 11.48| 173 0.00 2.04 4.03 0.14 005
Staplé ks : Short Staple Operator : BHARTI Test Conditions : 400m/min, 1min
: 1 Slot : Coarser Yarn Identifier i _ o Atm.Conditions H
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